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TEST REPORT 
 
 
 
April 10, 2018 
 
 
UBIQ Pty Ltd 
PO Box 318,  
AUBURN NSW 1835 
 
 
Your Reference: Unknown 
Job Number: 40119 

Attention: Khin Soe 
 
 
Dear Khin, 
 
In accordance with your instructions, Airsafe tested samples from the above site for asbestos content. 
 
The following samples were processed on the dates indicated. 
 Samples:    8 Fibrous Cement Sheet Samples 
 Date of Sampling:   09/04/18 
 Date of Analysis:   09/04/18 
 Date of Preliminary Report Sent: Not Issued 
 
The results are contained in the following pages of this report. 
 
Should you have any queries regarding this report please contact the undersigned. 
 
Yours faithfully 
AIRSAFE OHC PTY LTD 

 
Matthew Shaw 
Approved Identifier and Signatory 
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PROJECT: Unknown JOB NO: 40119 
 
 

Sample No Location/Reference Sample Description Asbestos ID - Material 

40119-1 INEX - floor 19 100x100x19mm fibrous 
cement sheet 

No asbestos detected, 
Organic fibres detected, 
Synthetic mineral fibres 

detected 

40119-2 INEX - floor 16 100x100x16mm fibrous 
cement sheet 

No asbestos detected, 
Organic fibres detected, 
Synthetic mineral fibres 

detected 

40119-3 INEX - decking 100x100x19mm fibrous 
cement sheet 

No asbestos detected, 
Organic fibres detected, 
Synthetic mineral fibres 

detected 

40119-4 INEX - maxideck 100x100x16mm fibrous 
cement sheet 

No asbestos detected, 
Organic fibres detected, 
Synthetic mineral fibres 

detected 

40119-5 INEX - renderboard 100x100x16mm fibrous 
cement sheet 

No asbestos detected, 
Organic fibres detected, 
Synthetic mineral fibres 

detected 

40119-6 INEX - express 100x100x16mm fibrous 
cement sheet 

No asbestos detected, 
Organic fibres detected, 
Synthetic mineral fibres 

detected 

40119-7 INEX - weatherboard 100x100x16mm fibrous 
cement sheet 

No asbestos detected, 
Organic fibres detected, 
Synthetic mineral fibres 

detected 

40119-8 INEX - wallboard 100x100x10mm fibrous 
cement sheet 

No asbestos detected, 
Organic fibres detected, 
Synthetic mineral fibres 

detected 
 
 
Method: Samples have been analysed using polarised light microscopy including dispersion 

staining in accordance with the Method for the qualitative identification of asbestos 
in bulk samples [AS 4964 – 2004] and in-house method AS102 - Method for the 
Qualitative Identification of Asbestos in Bulk Samples. 

 
Sampling: Samples have been analysed on an “as received” basis. All sampling conducted by 

the customer. All data supplied by the customer. 
 
Note: The results relate only to the samples tested. 
 
Comment: Even after disintegration of certain bulk samples (vinyl tiles and bituminous type 

materials), the detection of fibres may be difficult when using Polarised Light 
Microscopy and Dispersion Staining Techniques. This may be due to the matrix of 
the sample (uneven distribution), or fine fibres that are difficult to detect and 
positively identify.  


