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Fungal Resistance Test Certificate 
Thursday, September 11th, 2014 

Supplier: UBIQ Pty Ltd (1/17 Chester Street, Annandale, NSW 2038) 

Sample Description: INEX>BOARDS 

Date Tested: August 2014 

Test Method: ASTM C1338-08 “Standard Test Method for Determining Fungi Resistance of 

Insulation Materials and Facings”. 

Deviations from Method:  

 Aspergillus versicolor ATCC 11730, Penicillium funiculosum ATCC 11797 and 

Aspergillus flavus ATCC 9643 were substituted with Aspergillus versicolor IMI 45554, 

Penicillium funiculosum ATCC 9644 and Aspergillus flavus FRR 4478 

 All cultures were grown on Sabouraud Dextrose Agar 

Test Data: 

Sample Growth present Growth compared 

to tongue depressor 1 2 3 

INEX>BOARDS 

(Smooth side up) 

No growth No growth No growth Less than on tongue 

depressor 

INEX>BOARDS 

(Rough side up) 

No growth No growth No growth Less than on tongue 

depressor 

Tongue depressor Heavy growth Heavy growth Heavy growth Not applicable 

Interpretation of Results: 

Sample Criteria 7.2 Criteria 7.2.1 

INEX>BOARDS  

(Smooth side up) 

Pass Pass 

INEX>BOARDS  

(Rough side up) 

Pass Pass 
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